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(57) ABSTRACT

Provided is an engine mount for a power unit. The power unit
is supported by a support via the engine mount. The engine
mount includes a first mounting bracket, a second mounting
bracket, and a coating film. The coating film is applied to at
least one of a surface of a first mounting portion and a surface
of a second mounting portion. The coating film includes a
cured-resin base layer made of a phenolic-resin adhesive, and
an outer layer made of an epoxy-resin antirust paint and
laminated on the cured-resin base layer. A thickness of the
cured-resin base layer is 5 um or more. A thickness of the
outer layer is less than 15 pm. A sum total of the thickness of
the cured-resin base layer and the thickness of the outer layer
is equal to or more than 15 pm and equal to or less than 30 pm.
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